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In situ characterization of tensile behavior of laser rapid solidified Al–Si
heterogeneous microstructures
Bingqiang Weia, Wenqian Wua, Dongyue Xiea, Huai-Hsun Lien b, Metin Kayitmazbatirc, Amit Misra b,c and
Jian Wang a,d
aDepartment of Mechanical and Materials of Engineering, University of Nebraska-Lincoln, Lincoln, NE, USA; bDepartment of Materials Science
and Engineering, University of Michigan, Ann Arbor, USA; cDepartment of Mechanical Engineering, University of Michigan, Ann Arbor, MI, USA;
dNebraska Center for Materials and Nanoscience, University of Nebraska-Lincoln, Lincoln, NE, USA
ABSTRACT
Heterogeneous Al–Si microstructure comprising of sub-micron-scale Al dendrites and nanoscale
Al–Si fibrous eutectic was fabricated by processing as-cast Al-20wt.%Si alloy using laser rapid solid-
ification. In situ tension tests explored high tensile strength (∼ 600MPa) and ductility (∼ 10%)
and high strain hardening rate (∼ 7GPa). Microstructural characterization revealed the plastic co-
deformation mechanisms between soft Al dendrites and hard nanoscale Al–Si eutectic. The pro-
gression of plasticity in nanoscale Al–Si eutectic with increasing applied strain is accommodated
by dislocation plasticity in the nano-Al channels and cracking Si nanofibers. The propagation of
nano-cracks is suppressed by surrounding Al, retaining good ductility of the sample.
IMPACT STATEMENT
In situ tension tests revealed the roleof heterogeneousAl–Simicrostructure in enhancing strainhard-
ening rate andproducing large back stresses andplasticity in sample even after fracture of nanoscale
Si fibers.
ARTICLE HISTORY
Received 19 August 2021
KEYWORDS




Cast Al–Si binary alloys are widely used in aerospace and
automotive industries due to their low cost, good casta-
bility, corrosion and wear resistance [1]. However, the
coarse Si flakes cannot effectively improve the strength
and ductility of cast Al–Si binary alloys due to brittle
fracture of Si flakes [2,3]. Correspondingly, cast Al–Si
binary alloys have low strength (<200MPa) and low ten-
sile ductility (<5%) at room temperature. Refinement of
eutectic Si could be an effective way to improve mechan-
ical properties of Al–Si alloys [4,5]. Many strategies have
been demonstrated to refine Si phase, such as adding
alloy elements during casting [6], changing solidifica-
tion rate [5,7], severe plastic deformation [3] and friction
stir processing [8]. However, the size of Si phase is usu-
ally in the micron scale. Lack of slip transmission across
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the coarse and hard Si limits plastic co-deformation, and
consequently, cracks are easily produced in the Si flakes
or at Al–Si interfaces [9,10].Moreover, strength–ductility
tradeoff dilemma exists in the modified Al–Si alloys.
For example, increased tensile ductility up to ≈25%
was obtained in an Al-12wt.%Si alloy by selective laser
melting and heat treatment [11], although at a relatively
low ultimate tensile strength (UTS) of ≈200MPa. In
hypoeutectic Al-7wt.%Si alloys, using isostatic pressing
and high-pressure torsion, the microstructure morphol-
ogy was changed from dendritic/eutectic to Si nanopre-
cipitates enhancing yield strength up to ≈400MPa but
no obvious strain hardening [12]. In this manuscript,
the focus is on tensile properties of heterogeneous Al–Si
dendritic/eutectic microstructure morphology of laser
melting nominally hypereutectic compositions.
© 2021 The Author(s). Published by Informa UK Limited, trading as Taylor & Francis Group
This is an Open Access article distributed under the terms of the Creative Commons Attribution License (http://creativecommons.org/licenses/by/4.0/), which permits unrestricted use,
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Heterogeneous structure engineering is an effective
strategy to simultaneously improve the strength and duc-
tility of metallic alloys [13,14]. This was attributed to
the strong synergistic effect arising from the interaction
between soft and hard phases (heterogeneous zones),
which is highly dependent on the size, morphology
and distribution of heterogeneities [13]. Strain localiza-
tion such as necking or shear instability can be effec-
tively suppressed by the high strain hardening behav-
ior of heterogeneous microstructure [15]. Although tra-
ditional hypoeutectic Al–Si alloys have heterogeneities
such as Al dendrites and Al–Si eutectic domain, the syn-
ergistic effect between them is weak due to the coarse
size of Si. Moreover, crack often preferentially nucle-
ates at the boundary between Al dendrites and Al–Si
eutectic [6,9,16]. Herein, we fabricated ultrafine hetero-
geneous Al–Si microstructure composed of nanoscale
Al–Si eutectic and fine Al dendrites by laser rapid solidi-
fication (LRS). Compression tests revealed that heteroge-
neous Al–Si microstructure with primary Si and fibrous
eutectic Al–Si had peak flow strength up to ≈600MPa
with compressive plasticity of ≈20% [4]. However, most
nanocrystalline and nanocomposite materials exhibit
enhanced yield strength but lack tensile ductility even
though plasticity could be observed in compression. For
nanoscale structures containing hard and brittle phases,
it is crucial to determine the tensile stress–strain to
avoid ambiguity in inferring ductility from compres-
sion tests and to assess plastic deformability between
disparate metallic Al and hard Si nano phases. In addi-
tion, understanding the relationship between laser melt
pool microstructures and tensile properties can guide
laser additive manufacturing, since the heterogeneous
Al–Si dendritic/eutectic microstructure is controlled by
the processing parameters and high thermal gradients
during laser melting [17].
2. Experimental methods
In this study, we conducted in situ scanning elec-
tron microscope (SEM) tension tests of heterogeneous
Al–Si microstructures at room temperature. In situ SEM
mechanical testing has been widely used to explore
microstructure–properties relations and deformation
behaviors of materials [18–22]. The as-cast Al-20wt.%Si
specimen was processed by using two different laser
scanning speeds: 30 and 60mm/s, respectively. More
detailed preparation and processing methods of spec-
imen could be found in supplementary materials and
our previous work [17]. Since the mechanical response
of heterogeneous Al–Si microstructure may depend on
the local microstructure variation in the melt pool such
as area fraction, morphology, orientation and distribu-
tion of Al dendrites, small-scale (gauge length of 15 μm,
width of 5 μm and thickness of 4.5 μm) tensile samples
with constant microstructure were used. Tensile speci-
mens were prepared by focused ion beam (FIB) milling
in an FEI (nowThermo Fisher) Helios Nanolab 660 dual-
beam SEM. In situ SEM tension tests were conducted
using Hysitron (now Bruker) PI85 PicoIndenter with a
homemade diamond griper at a strain rate of 10−3 s−1.
Transmission electron microscope (TEM) and scanning
TEM (STEM) characterization were performed using an
FEI (now Thermo Fisher) Tecnai Osiris electron micro-
scope operated at 200 kV. Transmission Kikuchi diffrac-
tion (TKD) analysiswas performed in theHeliosNanolab
660 dual-beam SEM/FIB. Thin-film samples for TKD
and TEM were prepared by the FIB lift-out technique.
The statistical analysis (size distribution and area frac-
tion)was accomplished by using Image J software. For the
size distribution, at least 150Al dendrites or Si nanofibers
were taken.
3. Results and discussion
As shown in the schematic (Figure 1(a)) and SEM images
(Figure S1a, Figure S1b), the width and depth of pool
1 (laser scanning speed of 30mm/s at 1200W) are 640
and 250 μm, respectively, while the pool 2 (laser scan-
ning speed of 60mm/s at 1200W) is smaller with width
and depth of 560 and 200 μm, respectively. The as-cast
hypereutectic Al-20wt.%Si alloy (Figure 1(b)) was com-
posed of eutectic region and massive primary Si phase,
in which Si present sharp edges and vertices. The average
width and inter-flake spacing of Si flakes in the eutec-
tic region are 1.4 and 4.5 μm, respectively. In the laser
melt pool, no primary Si was observed and a heteroge-
neous microstructure developed (Figure 1(c,d), Figure
S2): sub-micron-scale Al dendrites with elliptical shape
were embedded in nanoscale Al–Si fibrous eutectic. Note
that the distribution of heterogeneous Al–Si microstruc-
ture in the same pool is nonuniform due to decreasing
cooling rate from top surface to bottom of melt pool,
resulting in finer Al dendrites in the top region of the
melt pool (Figure S1(c,f)). The average widths of Al den-
drites (Figure 1(e)) in the top region were 0.6 μm in pool
1 and 0.38 μm in pool 2. Si fibers in the eutectic regions
were refined to nanoscale and exhibited an average diam-
eter of ≈40 nm (Figure 1(f)) and an average spacing of
≈30 nm (Figure 1(g)), respectively. Figure 1(h,i) is the
STEM image and the corresponding inverse pole figure
(IPF) of heterogeneous Al–Si microstructure in pool 1,
in which only the signal of Al was clearly identified due
to the fine size of Si fiber and limited spatial resolution of
TKD. It is noted that the Al dendrites and Al matrix of
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Figure 1. (a) Schematic of laser scanning parameters; (b) optical image of the as-cast Al-20 wt.%Si alloys; (c) SEM and (d) TEM images
of the heterogeneous dendritic Al/eutectic Al–Si microstructure in the melt pool 1; (e–g) statistical distribution of width of Al dendrites
(e), Si fiber diameter (f ), Si fiber spacing (g); and (h) STEM image and (i) the corresponding inverse pole figure of heterogeneous Al–Si
microstructure in pool 1.
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Figure 2. (a) Tensile stress–strain curves and (b) corresponding SEM images of the sample surfaces with increasing tensile strain; (c)
Tensile strength and ductility of Al–Si alloys reported in literature compared to the current study; and (d) Strain hardening rates as a
function of true plastic strain calculated from stress–strain curves shown in (a).
Al–Si eutectic have very close orientation within a local
area of about 15 μm (length)× 10 μm (width). Thus, in
a micro-tensile sample (Figure 2(a)) of width 5 μm, the
Al dendrites and Al–Si eutectic have nearly the same ori-
entation, and the sample could be regarded as nominally
single-crystalline Al with a nonuniform distribution of Si
nanofibers (no Si fibers in the Al dendrites).
Figure 2(a,b) shows the tensile true stress—true strain
curves and corresponding SEM snapshots of the two
heterogeneous Al–Si microstructures (Supplementary
Movies). The engineering stress–strain curves of the two
samples and one as-cast sample are shown in Figure S3 in
supplementary material. The yield strength and ultimate
tension stress (UTS) of sample 1 (from melt pool 1) are
450 and 600MPa, respectively. The UTS corresponds to
a tensile strain of 6% above which softening is observed
with the development of necking (Figure 2(b1)). In order
to characterize details of deformation in the sample, the
loading was stopped at a tensile strain of ≈12%, and the
sample was not fractured. It is noticed that cracking or
shear instability did not occur, implying good plasticity of
heterogeneous Al–Si microstructures. The yield strength
and UTS of sample 2 (from melt pool 2) are 350 and
450MPa, respectively. The UTS corresponds to a tensile
strain of 10%, and consequently, softening is associated
with necking and later surface cracking at a tensile strain
of 18% (Figure 2(b2)).
Compared to the reported Al–Si alloys [2,3,5,11,12,
23–32], Figure 2(c) shows that the laser rapid solidified
heterogeneous Al–Si microstructures exhibit a superior
combination of tensile strength and ductility. Figure 2(d)
shows the corresponding strain hardening rate of het-
erogeneous Al–Si microstructures. Sample 1 exhibits a
high strain hardening rate of 7GPa in the range of plas-
tic strain of 1.5∼2.5%, corresponding to E/10 where E is
the Young’s modulus of Al (70GPa) [33]. Then the strain
hardening rate decreases to near zero at a plastic strain of
5.5%. The strain hardening rate of heterogeneous Al–Si
microstructures ismuch higher than the strain hardening
(E/50) in bulk fcc single crystals. Unlike sample 1, sam-
ple 2 exhibits a lower strain hardening rate, about 2GPa
(E/35) in the range of plastic strain of 2.5∼5%.
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The different stress–strain response of two samples
should be related to their microstructures. The bright-
field (BF)-STEM image of the necked region in sample 1
(Figure 3(a)) reveals two features: (i) the Al dendrites and
Al–Si eutectics with an elongated shape are alternately
distributed along the transverse direction of the sample,
and (ii) the long direction is nearly parallel to the loading
direction. The average widths of alternately distributed
Al dendrites and Al–Si eutectics are about 0.52 μm along
the yellow arrow 1, and 0.8 μm along the yellow arrow
2. Although the widths of these Al dendrites and Al–Si
eutectics are different, the area fraction of Al dendrites
is similar, about 50%. TKD analysis (Figure 3(b)) does
not reveal any significant misorientation between the Al
dendrites and the Al matrix in the eutectic after tensile
straining, similar to the TKD map prior to the tensile
test (Figure 1(i)). The necked region shows smooth sur-
faces and no surface cracks as presented in Figure 2(b1),
and shown schematically in Figure 3(c). Ion beam imag-
ing in SEM was used to characterize the microstructure
of sample 2. Figure 3(d) is the ion-channeling image of
sample 2 after a tension strain of 18%. According to the
contrast, the white smooth surface is associated with Al
dendrites and the gray surface is associated with Al–Si
eutectics. Figure 3(e) is an enlarged SEM image of the
necking region. It is noticed that the necking region is
corresponding to a high area fraction of Al dendrites,
about 75% along the yellow arrow. A surface crack is initi-
ated in Al dendrite. More importantly, the long direction
of Al dendrite and Al–Si eutectic is nearly perpendicular
to the loading direction, forming a local layer structure.
Plastic deformationmainly takes place in the Al dendrite.
Correspondingly, the incompatibility of plastic deforma-
tion between Al dendrite and Al–Si eutectic facilitates
crack initiation in the Al dendrite. Figure 3(f) shows
the schematic microstructure of the necking region in
sample 2.
The aforementioned difference in microstructure, the
area fraction of Al dendrites about 50% in sample 1 and
75% in sample 2, well accounts for the lower yield stress of
sample 2. In addition, the alternate distribution ofAl den-
drites and Al–Si eutectics across the transverse direction
of sample 1 results in uniform plastic deformation in two
phases, developing high strain hardening and preventing
initiation of surface crack. In contrast, plastic deforma-
tion primarily develops in Al dendrite with a low strain
hardening rate and surface crack initiates in Al dendrite
of sample 2, where Al dendrite and Al–Si eutectic form
a local layer structure. The deformation mechanism is
discussed further in the following section.
After sample 2 was reloaded to fracture, we char-
acterized its fracture surface. The heterogeneous Al–Si
microstructure shows ductile dimpled fracture appearance
(Figure 3(g)). Figure 3(h) is a representative SEM image
of the fracture surface with higher magnification, reveal-
ing dimples and pulled-out Si nanofibers. Note that some
granular Si ‘particles’ are also visible in the fracture sur-
face. This should be caused by the different observation
view of the Si nanofibers because of their relatively irreg-
ular morphology and random distribution.
Deformation mechanisms and strain hardening beha-
vior of heterogeneous Al–Si microstructure were ana-
lyzed based on TEM characterization of sample 1. Three
regions are selected for TEM characterization according
to the distance from the necked region. Correspond-
ing to different levels of plastic deformation, region 1
is ≈6 μm away from the necked region marked by the
yellow arrow 1 in Figure 3(a), thus having the small-
est plastic deformation; region 2 is about 4 μm away
from the necking region; and region 3 is the necked
region which should experience the largest deformation.
BF-STEM imaging was used to eliminate the dynamical
diffraction effect. Figure 4(a) in region 1 shows a high
density of dislocations in the soft Al dendrites, imply-
ing that plastic deformation commences in Al dendrites.
The nanoscale Al–Si fibrous eutectic should have higher
yield strength than Al dendrites because the glide force
in the Al matrix is inversely related to the spacing of
Si nanofibers based on the confined layer slip model
[34]. At the first deformation stage, the hard nanoscale
Al–Si eutectic may still be elastically deformed due to the
fine spacing of Si nanofibers. Correspondingly, nanoscale
Al–Si eutectics act as strong barriers for dislocations inAl
dendrites. With increasing applied strain, more disloca-
tionswill pile up at the interface betweenAl dendrites and
Al–Si eutectic, developing plastic deformation incompat-
ibility between them and producing a high density of
geometrical necessary dislocations (GNDs) as shown in
Figure 4(b). Meanwhile, more load will transfer to Al–Si
eutectic. Back stress in the soft zones (Al dendrites) and
forward stress in the hard zones (nanoscale Al–Si eutec-
tic) were generated due to the long-range internal stress
from GND pileup [13,35]. Back stress offsets the applied
stress to impede dislocation motion in the soft zones,
making the soft phase stronger. Dislocation strengthen-
ing and back-stress hardening in Al dendrites give rise to
apparent strain hardening rate (6–7GPa) at a true strain
of 1.5-–2.5% (Segment II in Figure 2(d)). Forward stress
will act as the additional stress to trigger nucleation and
glide of dislocation in the hard zones. As presented in
Figure 4(b), dislocations were observed in Al–Si eutectic
adjacent to the boundary of Al dendrite. With a further
increase in the applied strain, plastic deformation exten-
sively proceeded in the Al–Si eutectic domains. The high
density of dislocation arrays confined by Si nanofibers
was observed in theAlmatrix inAl–Si eutectic asmarked
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Figure 3. (a) BF STEM image and (b) TKDmap of the necked region in sample 1; (c) schematic of themicrostructure of the necked region
in sample 1; (d) ion-channeling image of sample 2 after a tensile strain of 18%; (e) enlarged view and schematic (f ) of microstructure in
the necked region in (d); and (g) SEM image and (h) enlarged view of fracture surface, arrows indicate fractured Si nanofibers.
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Figure 4. BF-STEM images showing (a) a high dislocation density in Al dendrite; (b) geometrically necessary dislocation accumulation
at the interface region between Al dendrite and Al/Si eutectic; (c) dislocation activity in the nano-Al channels inside the Al/Si eutec-
tic domains; and (d) fractured Si nanofibers. (e)–(g) Schematic illustration of the propagation of plasticity in the heterogeneous Al–Si
microstructure with increasing plastic strain from (e) to (f ) to (g).
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by white arrows in Figure 4(c). In addition, dislocation
accumulationwas clearly observed in the interface region
between Al dendrites and Al–Si eutectic. Si nanofibers
deform elastically and act as strong barriers for disloca-
tion motion. Consequently, these dislocations loop and
accumulate along Si nanofibers, creating tensile stress
along Si fibers and eventually breaking Si fibers to dis-
cretize the accumulated dislocations. Note that the cracks
in Si nanofibers do not quickly propagate into the Al
matrix, as observed in Figure 4(d). More importantly,
failure of Si nanofibers enables continued plastic defor-
mation of Al–Si eutectic domain, achieving plastic co-
deformation between Al dendrites and Al–Si eutectic
domain, and correspondingly reduced strain hardening
rate in the range of plastic strain of 2.5-–5.5% (Segment
III in Figure 2(d)). Figure 4(d) is a representative TEM
image of the Al–Si eutectic in the necking area, showing a
high density of fractured Si fibers (marked by red arrows).
The formation of white contrast ‘voids’ or ‘holes’ in the
necking area should be the result of dropped broken Si
nanofibers from the sample during the ion beam milling
process.
The three plastic deformation stages, with increas-
ing applied strain, of heterogeneousAl–Simicrostructure
can be rationalized as follows: (1) plastic deformation
commences in the soft Al dendrites via dislocation slip,
producing large amounts of statistically stored disloca-
tions in the Al dendrites. Al–Si eutectic may elastically
deform and act as barriers to form dislocation pileup
at the interface between Al dendrites and Al–Si eutectic
domains. Strain hardening is enhanced in Al dendrites
corresponding to the formation of dislocation pileups. (2)
With increasing applied strain, plastic deformation starts
in the Al–Si eutectic domain via dislocation slip in the
Al matrix of Al–Si eutectic domain. Si nanofibers elasti-
cally deform and act as strong barriers for dislocations. Al
dendrites and Al–Si eutectic domain achieve plastic co-
deformation with a high strain hardening rate. (3) Dis-
locations in the Al matrix of Al–Si eutectic domain will
loop and form arrays along Si nanofibers, creating ten-
sile stress along the fiber. Si nanofibers eventually break,
leading to a reduction in strain hardening but it is noted
that nano-cracks in Si nanofibers do not propagate in
the Al matrix, preventing material failure and achieving
continued plastic deformation of the specimen. The cor-
responding schematic diagram of the three deformation
stages is presented in Figure 4(e–g), respectively.
4. Conclusions
In summary, laser-processed heterogeneousAl–Simicro-
structure composed of sub-micron-scale Al dendrites
and nanoscale Al–Si fibrous eutectic shows high ten-
sile strength and ductility and high strain harden-
ing behavior. The stress–strain response of heteroge-
neous Al–Si microstructure is highly dependent on its
local microstructure, such as area fraction, morphology
and distribution of Al dendrites. TEM characterization
revealed that the superiormechanical property of hetero-
geneous Al–Si microstructure is attributed to the strong
synergistic effect between relatively ‘soft’ Al dendrites
and ‘hard’ Al–Si eutectic.
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